
Case 9

Antoine-Louis Barye
French, 1796–1875

Tom, the Algerian Greyhound, modeled 1868
Bronze, presumed sand cast

Copper: 84.7%, Zinc: 13.7%, Lead: 0.5%, Tin: 0.3%, additional trace elements

Gift of Mrs. Nelson L. St. Clair Jr., 2017.241
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